Cross-Sectional Data

Photographs

The following links contain photographs of selected cross sections of defects made
during this program. These defects were made using a spherical indentor with a sharp
protruding "tooth".

DEFECT #28

Dent Depth=0%

Gouge Depth=25% (target)
Length=2 inches
Pressure=60% SMYS
Sharp Cutter
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DEFECT #29

Dent Depth=6%

Gouge Depth=5% (target)
Length=0.25 inches
Pressure=60% SMYS
'Sharp Cutter

File No.t
Pipe 11k GRI24-36
Pent depthis 6% .
Gouge lengtht 0.2:€ in.
Gouge depth: 5 %
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Base Metal at IOOX Magnification

DEFECT #31

Dent Depth=6%

Gouge Depth=10% (target)
Length=2 inches
Pressure=60% SMYS

Dull Cutter

File No.: 22
Pipe 1D: GRI24-36
' Dent depth: 6%

[ Gouge length: 2 in.

" Gouge depth: duli 10 %
|

Photograph of Defect
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DEFECT #D08-7
0.5 inch deep Dent
Elliptical Indentor

B

Photdﬂgréph‘

s

fication

o A

% il
i B R ;;\.\; “";'

avd 2 P By Ty A T
IR A AT L R b

100X Magnificationw

94



7% i”f‘f:‘%h

DEFECT #G08-4
2-inch Scrape with little denting

ification
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